
APPENDIX B
Visco-Elastic Material Properties

Nomographs

- 3M Scotchdamp ISD 242
- Lockheed-Martin SMRD 100F-90C
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3M Scotchdamp ISD-242 Material Properties
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Material Properties for Lockheed-Martin
SMRD 100F-90C*

*Data taken from “Analysis and Experimental Evaluation of RELSAT Damped
Equipment Panels”, C.V. Stahle, J.A. Staley, and J.C. Strain, Vibration Damping
Workship II, AFWAL, March 1986.


